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• Pre-19th Century
• Rare
• Lead & copper
• Sheet & standing seam

• Corrugated Iron
• Invented in England, 1829
• William Strickland proposed 

for Philadelphia public market 
in 1834

• Iron galvanized with zinc
• Corrugated
• Standing seam
• New Orleans US Mint, 1857



• Tin-plated iron/Tin roof
• Monticello
• Late 19th C, rolling mills made product widely 

available
• Terne Plate

• Iron roof plated in lead & tin alloy
• Duller finish 



• Zinc
• 1820s
• Pressed sheets for shingle appearance
• Rare



• Enameled
• Introduced from Germany, late 19th C.
• 1893 World’s Fair
• Popular in commercial applications
• Rare in residential
• Lustrons



• 20th Century applications
• Decorative sheet metal
• Replaced by cheaper asphalt & asbestos
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